
 

 

Floor Care & General Tips 

Act Quickly! Delaying may cause the spill to become a permanent stain. Blot liquids with a dry, white 

absorbent cloth or white paper towels. Gently scrape up semi-solids with a rounded spoon. Break up 

solids and vacuum. 

Pretest any spot removal solution (for color transfer to the cloth or damage to the carpet) in an 

inconspicuous area. If a change occurs, select another solution. 

Apply a small amount of the solution to a white cloth, and work in gently - do not rub -- working from 

the edges of the spill to the center to prevent spreading. Allow to remain on the spill a few minutes. 

Be patient. Blot. 

Continue to use the first agent as long as there is a transfer of the spill to the cloth. Be patient. 

Complete removal may require repeating the same step several times. Or, you may need to move to 

the next solution. 

When the spill is completely removed, rinse the area with cold water; blot with a dry cloth until all 

moisture is removed. 

A dry, absorbent, cleaning compound may be used as a substitute to minimize drying time. 

Residue Precautions: Many spot removal solutions leave residues in the carpet that may attract soil. 

Thoroughly rinse the area several times with lukewarm tap water. A mist type sprayer is 

recommended to prevent overwetting. Blot with paper towels and pat dry after each rinse. Several 

rinses are often necessary to thoroughly remove residues. Never use any of the solutions in 

concentrations stronger than those recommended. 
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Acetone 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Acid 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Acne Medication 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Adhesive 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Alcoholic Beverages 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ammonia 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Animal Stains 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Argyrol 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Asphalt 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Avocado 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form
http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Banana 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Betadine 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Bleach 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Blood 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Brass Stain 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Browning 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Bubble Lights 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Bunting Stain 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Butadiene Solution 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Butter 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Calamine Lotion 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Calcium Chloride/De-Icer 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Candle 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Candy 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Carbolic Acid Disinfectant 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Carbon, Black 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Carbon Paper 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cascara Sagrada Extract 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Catsup 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 
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used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cement, Airplane 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cement, Building 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cement, Concrete 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cement, Contact 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cement, Duco 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Chalk 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Charcoal 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cheese 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Chewing Gum 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Chicken Soup 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Children’s Drink Mix 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Chocolate 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 
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used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cigarette Burn 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Clay 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Cod Liver Oil 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Coffee 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Coffee w Cream & Sugar 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cola 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Cologne 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Colored Paper 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cooking Fat 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Copier Toner 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Copper Corrosion 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Correction Fluid 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cosmetics 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cough Medicine 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Crayon 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cream 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Cream Egg 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Crème De Menthe 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Creasote 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Crepe Paper Dye 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Diaper Stains 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Dirt 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Discharge 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Drain Cleaner 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Drinks, Mikes 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Driveway Sealer 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Dry Type Residues 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Dye 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Dye, Easter Egg 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Egg 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Egg Nog 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ether 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Feces 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ferrous Sulfide 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Fingernail Polish 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Fingerprint Dust 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Fish Slime 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Flea/Tick Powder 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Flea/Tick Spray 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food Coloring 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food Dye 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food Extract 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food Stains, General 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Food Stains, Greasy 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Fruit & Fruit Juices 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Fungicide 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Furniture Dye 
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Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Furniture Polish, Solvent Base 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Furniture Polish, Water Base 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Furniture Polish, Wax 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gasoline 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gatorade 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gelatin 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gentian Violet 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Airplane 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Animal 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Carpenters 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Casein 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Elmers 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Hobby 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Household 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Latex 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, School 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, Vegetable 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glue, White 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glycerin 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 
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detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Glceryl Gualocolate 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Grape Drink 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Grape Juice 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Graphite 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Grass 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gravy 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 
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POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Grease 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 



Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Grease, Vehicle 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Greasy Foods 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Gum 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Hair Dye 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Hair Oil 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Hair Spray 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Hair Tonic 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Hand Cream 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ice Cream 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 
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used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Ball Point 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Copying 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Dry 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Fountain Pen 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Indelible 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, India 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink Marking Pen 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Mimeo 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Permanent 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Red 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ink, Washable 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Insecticide 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Iodine 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Iron 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Iron Runt 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Jam, Jelly 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Jell-o 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Jewelers Rouge 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Jute 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Kerosene 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Kool Aid 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lacquer 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Latex Caulk/Adhesive 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Leaves 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Linseed Oil 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lip Gloss 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White 

vinegar is a 5% acetic acid solution. It is used most often to lower the alkalinity caused by detergent 

solutions or alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 



Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lipstick 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lotion 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lye 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Lysol 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Magnesia Magma 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Make Up 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Manhattan 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Margarine 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 
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detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Markers, Felt Tip 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Martini 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mascara 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mayonnaise 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Medicines 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mercurochrome 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Metal Polish 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Mildew 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Milk 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mixed Drink 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mouthwash 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mucilage 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mud 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Mustard 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Nail Polish 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Newsprint 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. Call a Professional - Professional cleaners have the ability and the equipment to use 

more aggressive cleaning solutions to remove stubborn spills. Always consider consulting a 

professional cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Car 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Cooking 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Light Machine 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Lubricating 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 
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detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Machine 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 
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used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Motor 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Old 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. Detergent Solution - Mix 

one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup of lukewarm water. 

NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary to remove 

detergent residues that may cause rapid soiling. It may be necessary to rinse with warm water 

several times to completely remove residues. (See Residue Precautions.) Care should be used in 

selecting a detergent. Never use a laundry detergent of any type, because laundry detergents may 
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contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an automatic 

dishwashing detergent because many contain bleaching agents that destroy dyes and some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Oxidized 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Paint 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Petroleum 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Salad 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oil, Vegetable 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Ointment 
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Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Olives 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White 

vinegar is a 5% acetic acid solution. It is used most often to lower the alkalinity caused by detergent 

solutions or alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Orangeade 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Orange Drink 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oven Cleaner 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Oysters 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Acrylic 
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Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Aluminum 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Enamel 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Finger 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Latex Dried 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Latex Wet 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Oil Base 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Water Base 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning 

solutions from the fiber. Failure to completely rinse the solutions from the fiber may cause 

accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint, Water Color 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paint Cleaner 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paper Mache 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Paste, Library 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Peanut Butter 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 
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type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Pencil 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Perfume 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Permanent Wave Solution 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Phenol 1% 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Photocopier Toner, Dry 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Pickles, Dill or Sour 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Pimento 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Pitch, Tree 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Plant Food 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Plaster 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Play Doh 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Potassium Permanganate 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Potpourri 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Potting Soil 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Puddings 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Pumpkin 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Putty 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Rhubarb 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Rouge 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Rubber & Rubber Cements 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 
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POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Rust 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Salad Dressings 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Salad Liquids 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Saline Liquids 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Salmon 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Salt 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Sauces 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Shampoo 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Shellac 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Sherbet 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Shoe Dye 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Shoe Polish, Liquid 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Shoe Polish, Paste 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Shoe Polish, Wax 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. Detergent Solution - Mix 

one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup of lukewarm water. 

NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary to remove 

detergent residues that may cause rapid soiling. It may be necessary to rinse with warm water 

several times to completely remove residues. (See Residue Precautions.) Care should be used in 

selecting a detergent. Never use a laundry detergent of any type, because laundry detergents may 

contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an automatic 

dishwashing detergent because many contain bleaching agents that destroy dyes and some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Shortening 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Silver Nitrate 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Skin Ointments 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Smoke 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 
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because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Snow Melting Chemicals 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Soap 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Solder 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Soot 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Soy Sauce 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Spaghetti Sauce 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 
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used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Spinach 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form


Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Sports Beverage 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Stamp Pad Ink 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Starch 

Vacuum - All dry spills should be vacuum cleaned to lift and remove as much of the substance as 

possible. Pouring any liquid into a dry spill may create additional problems. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Starchy Foods 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Sugar 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Suntan Lotion 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Syrup 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Teas 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tincture Of Zerphin 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
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to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tobacco 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tobacco Juice 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Toilet Cleaner 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tomato Sauce 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tooth Paste 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Transfer Colors 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Tuna 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Typewriter Ribbon 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Unknown 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
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water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Urine, Dry 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Urine, Wet 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

 
Top of Page 
 

 

Varnish 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 
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Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Vaseline 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Vesphene 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Vomit 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Water Colors 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Water Stains 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Wax 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 
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Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Wax, Floor 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 
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detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Wax, Paraffin 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Whiskey 
Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 
of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 
to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 
water several times to completely remove residues. (See Residue Precautions.) Care should be 
used in selecting a detergent. Never use a laundry detergent of any type, because laundry 
detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 
some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Windex 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 
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Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Wine 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 

http://www.carpet-rug.org/about-cri/contact-us.cfm
http://sitesetup.creatingyourspace.com/furniturenfloors/contentpage.aspx?Id=55266#Form
http://www.carpet-rug.org/about-cri/contact-us.cfm


 
Top of Page 
 

 

Wood Fillers 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Wood Primers 

Nail Polish Remover - Two types of nail polish removers are available. One type contains acetone, a 

dry cleaning solvent. Use the same precautions as with other dry cleaning solutions. The second 

type contains amyl acetate, which is used in many paint, oil, and grease (POG) removers. Many 

POG removers leave residues that may cause rapid soiling. When using a POG remover, always 

rinse the area thoroughly with a dry solvent. (See Residue Precautions.) 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 

automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Ammonia Solution - Mix one (1) tablespoon of household ammonia per cup of water. Please note: 

Be aware that ammonia, if used improperly, can cause a color change. Be sure to test a hidden 

area. 
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Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Yellowing 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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Zinc Oxide 

Solvent - A non-flammable spot removal solution, or dry cleaning type solvent, is preferred. Exercise 

caution when using a solvent. Never pour it directly onto the carpet or allow it to reach the backing, 

because it can damage the latex that holds the primary and secondary backings together. 

Acceptable solvents include Carbona®, Energine®, K2R®, Goof-Off®, etc. 

Detergent Solution - Mix one fourth (1/4) teaspoon of a liquid dishwashing detergent per one (1) cup 

of lukewarm water. NEVER USE A STRONGER CONCENTRATION! Thorough rinsing is necessary 

to remove detergent residues that may cause rapid soiling. It may be necessary to rinse with warm 

water several times to completely remove residues. (See Residue Precautions.) Care should be 

used in selecting a detergent. Never use a laundry detergent of any type, because laundry 

detergents may contain optical brighteners (flourescent dyes) that dye the fiber. Do not select an 
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automatic dishwashing detergent because many contain bleaching agents that destroy dyes and 

some fibers. 

Vinegar Solution - Mix one (1) cup of white vinegar per two (2) cups of water. White vinegar is a 5% 

acetic acid solution. It is used most often to lower the alkalinity caused by detergent solutions or 

alkaline spills. 

Warm Water - Lukewarm tap water should be used in most cases to rinse the cleaning solutions 

from the fiber. Failure to completely rinse the solutions from the fiber may cause accelerated soiling. 

Call a Professional - Professional cleaners have the ability and the equipment to use more 

aggressive cleaning solutions to remove stubborn spills. Always consider consulting a professional 

cleaner regarding any spot removal question. CRI - www.carpet-rug.org 
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